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Abstract: Nonlinear structural mechanics should be taken into account in the practical design of reinforced concrete structures.
Cracking is one of the major sources of nonlinearity. Description of deflection of reinforced concrete elements is a computational
problem, mainly because of the difficulties in modelling the nonlinear stress-strain relationship of concrete and steel. In design prac-
tise, in accordance with technical rules (e.g., Eurocode 2), a simplified approach for reinforced concrete is used, but the results of
simplified calculations differ from the results of experimental studies.

Artificial neural network is a versatile modelling tool capable of making predictions of values that are difficult to obtain in nu-
merical analysis. This paper describes the creation and operation of a neural network for making predictions of deflections of rein-
forced concrete beams at different load levels. In order to obtain a database of results, that is necessary for training and testing the
neural network, a research on measurement of deflections in reinforced concrete beams was conducted by the authors in the Certified
Research Laboratory of the Building Engineering Institute at Wrocław University of Science and Technology. The use of artificial
neural networks is an innovation and an alternative to traditional methods of solving the problem of calculating the deflections of
reinforced concrete elements. The results show the effectiveness of using artificial neural network for predicting the deflection of
reinforced concrete beams, compared with the results of calculations conducted in accordance with Eurocode 2. The neural network
model presented in this paper can acquire new data and be used for further analysis, with availability of more research results.
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1. INTRODUCTION

From a structural analysis and design point of
view, reinforced concrete is a very complex composite
material. It is a combination of two materials (con-
crete and steel) with entirely different mechanical
properties. Due to the nonlinear stress-strain relation-
ship of concrete and steel reinforced concrete cannot
be modelled properly by linear elastic behaviour.
Moreover, due to the cracking of concrete, even the
sectional and therefore the structural properties de-
pend on the nature and magnitude of the applied
loads. Cracking of concrete is a significant phenome-
non, as the maximum bending moment is usually sev-
eral times greater than bending moment that causes
cracking. Cracks in structural elements cause a change
of moment of inertia and therefore the stiffness degra-
dation of the element. The cracked reinforced concrete
element shows cracks at certain distances from each
other, and their number is finite.

As the load increases the initial distribution of
stiffness of the element changes and the number of
cracks varies nondeterministically. The distribution of
strains and stresses in concrete and steel, along the
axis of the element, is irregular.

Accurate determination of deflection of reinforced
concrete elements is a computational problem, mainly
because of the difficulties in modelling of the nonlin-
ear stress-strain relationship of concrete and steel.
There are some scientific publications, where hetero-
geneous stiffness of the reinforced concrete element is
described by using continuum function (linear or non-
linear) [1], as well as using constant value of stiffness
in each section of the element [2]. The inelastic char-
acteristics of the structure can be taken into account in
the form of spot-localized defects, described by the
application of distribution calculus [3].

In design practice, when the deflection of a rein-
forced concrete beam is calculated, according to the
standards [4], [5], two states are analysed: cracked
state and uncracked state. The flexural stiffness of



M. KACZMAREK, A. SZYMAŃSKA38

a reinforced concrete beam changes from the un-
cracked state to the cracked state. The equation for the
effective moment of inertia is used to calculate a mo-
ment of inertia somewhere between the uncracked
moment of inertia and the cracked moment of inertia
depending on the applied load. The resulting effective
moment of inertia can be used in the elastic deflection
equations to approximate the actual deflections.

However, this is a simplified approach, which does
not allow the deflection of an RC element to be pre-
cisely calculated. According to experimental research
on bending reinforced concrete beams [6], that was
conducted by Kubicki, the difference in mean values
of deflections calculated according to [5] and experi-
mentally obtained was 21%, with a coefficient of
variation v = 22.6%.

The artificial neural network (ANN) can be an al-
ternative tool to accurately estimate the deflection of
reinforced concrete beams. ANN as a modelling tool
is suitable for producing prediction systems (such as
the prediction of deflections) based on a set of data
available from real world observations and experi-
ments. ANN uses the independent parameters as input
and predicts the dependent parameters as output. This
requires such training of the network that the resultant
errors are minimised.

This paper presents the application of artificial
neural network in predicting the deflection of rein-
forced concrete beams, as an effective tool for the
analysis of issues in the field of reinforced concrete
structures.

2. ARTIFICIAL NEURAL NETWORKS
AS A TOOL FOR PREDICTION

Scientists have always endeavored to develop
mechanism inspired by a human brain which is capa-
ble of machine learning as well as pattern recogni-
tion. As an effect of this work artificial neural net-
works were created. The history of this discipline
begins with the development of the first artificial
neuron by McCulloch and Pitts in 1943 [7]. Today
artificial neural networks are widely used in classifi-
cation, robotics, data processing and sequence recog-
nition. Main applications are interpolation, approxi-
mation, prediction and grouping. In literature, there
are plenty of examples how to use neural networks
for solving engineering problems such as interpreta-
tion of the results of nondestructive testing [8], plan-
ning of the construction processes [9] or geotechni-
cal problems [10].

Neural networks can be an alternative for predic-
tion of the behaviour of structural elements. Some of
the applications of neural networks in literature, in
the field of structural engineering, include prediction
of various structural quantities [11], [12]. Papers
[13], [14] present the application of ANNs to predict
bending moment in continuous composite beams.
There are some papers that present the application of
artificial neural networks to predict the deflection
of structural elements. Neural networks have been
used for prediction of deflection in steel-concrete
composite bridges incorporating flexibility of shear
connectors, shear lag effect and cracking in concrete
slabs [15]. Paper [16] presents the application of ANN
to predict deep beam deflection using experimental
data from eight high-strength-self-compacting-concrete
(HSSCC) deep beams. These studies reveal the
strength of neural networks in predicting the solutions
of different structural engineering problems.

Neural network can consist of many neurons
grouped in different count of layers. Layer count is
determined by the complexity of the problem to solve
[17]. Every artificial neuron receives one or more
inputs and sums them to produce an output. Usually
the sums of each node are weighted, and the sum is
passed through a function known as an activation
function. Neural networks are trained using different
algorithms such as variable metric methods or back
propagation. During the training of different inputs,
the weight values are changed dynamically until their
values are balanced, so each input will lead to the
desired output. Different measures are used to evalu-
ate the efficacy of the neural network. The most
popular one is MSE – mean squared error (1) or
RMSE – root mean squared error (2). The error is
calculated simultaneously for training and testing data
in the course of the training process.
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where
yi – predicted values of output, i = (1, ..., P),
zi – actual (measured) values of output,
P – count of elements in database.
Mainly used neural network architecture is MLP

– Multi-Layered Perceptron. The foundation of this
networks training is the back propagation algorithm.
MLP networks can estimate many complex mappings.
Network structure is shown in Fig. 1.



Application of artificial neural networks to predict the deflections of reinforced concrete beams 39

The input of the network is vector x. It is multi-
plied by the weight matrix of the hidden layer IW. In
the next step bias bh is added to the result vector. Af-
ter that hyperbolic tangent activation function is used.
It can be described using the following equation

)tanh( hh bxIWy  . (3)

Vector yh (3) is the output of the hidden layer. It is
multiplied by the weight matrix of the output layer
LW. Analogously bias b0 is added. The only differ-
ence is the activation function – in that case a linear
function is used. Final output of the network is given
by the equation

0h byLW y . (4)

3. RESEARCH

3.1. PURPOSE, SCOPE
AND RESEARCH PROGRAM

Experimental research on bending reinforced con-
crete beams was conducted in order to provide a data-
base used for training and testing artificial neural net-

work. The analysis of three beams on a lab scale had
been planned beforehand.

Experimental investigations carried out on RC
beams were preceded by an experimental determina-
tion of material properties, which included:
 determining the average value of Young’s modulus

of reinforcing steel,
 determining the average value of Young’s modulus

of concrete.
Properties of reinforcing steel were determined in

the state of axial tension and PN-EN10002-1:2004
standard [18] was followed. The average value of
Young’s modulus of concrete was determined as a result
of cyclic loading of cylindrical samples. Material
properties were determined one day prior to the re-
search on RC beams.

3.2. RESEARCH ON REINFORCED
CONCRETE BEAMS

Three reinforced concrete beams with rectangular
cross-section (100  200 mm) and the same length
were prepared for the tests. RC beams differed in the
degree of reinforcement. There were two tensile rein-
forcement rods with a diameter of 10 mm (beam

Fig. 1. The structure of MLP neural network used for prediction

Fig. 2. Beam B-001
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B-001), 12 mm (beam B-002) and 14 mm (beam
B-003). The beams that were prepared for the tests are
presented in Figs. 2–4.

The study assumed a static diagram of a simply
supported beam. Steel rollers provided freedom of
rotation on the ends of the beam. Research methodol-

Fig. 3. Beam B-002

Fig. 4. Beam B-003

Fig. 5. Test stand. EI – stiffness of supporting beam, EIB – stiffness of test beam

Fig. 6. Scheme of the measurement system
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ogy assumed a three-point bending scheme. A scheme
of the test stand is presented in Fig. 5.

Deflections were measured by using inductive
sensors, accurate to 0.001 mm. A scheme of the
measurement system is shown in Fig. 6.

Deflections were measured for each load level. At
the next load level the force was increased by 0.4 kN.
Finally, there were measured 293 values of deflection
(74 values of deflection of beam B-001, 96 values of
deflection of beam B-002 and 123 values of deflection
of beam B-003). Table 1 presents the tabulation of
measured values of deflection.

Table 1. Measured values of deflection

Number
of test

Force
[kN]

Bending moment
M [kNm]

Deflection
a [mm]

Beam B-001
1 0.5 0.238 0.057
2 1.0 0.475 0.106
3 1.5 0.713 0.152
... ... ... ...
72 36.0 17.100 12.417
73 36.5 17.338 12.681
74 37.0 17.575 13.035

Beam B-002
75 0.5 0.238 0.038
76 1.0 0.475 0.073
77 1.5 0.713 0.104
... ... ... ...

168 47.0 22,325 12,140
169 47.5 22.563 12.582
170 48.0 22.800 13.184

Beam B-003
171 0.5 0.238 0.022
172 1.0 0.475 0.042
173 1.5 0.713 0.059
... ... ... ...

291 60.5 28.738 12.492
292 61.0 28.975 12.857
293 61.5 29.213 13.529

The graph (Fig. 7) presents a comparison of de-
flections a in the middle of the span versus the
value of the bending moment M for all three RC
beams.

The comparison of deflections a in the middle of
the span versus the value of the bending moment M
demonstrates the difference in the stiffness of three
RC beams tested.

Fig. 7. Graph of deflections of RC beams versus value
of the bending moment M

4. APPLICATION OF ARTIFICIAL
NEURAL NETWORKS

A database made up of the results of experimental
investigations carried out on RC beams (the values of
the deflections in the middle of the span) was used to
train and test the network. Finally, 293 patterns, corre-
sponding to 293 tests performed on beams (sets of
input and output data) were obtained. The database
was randomly divided into two parts: a training set
(197 patterns – 67%) and a testing set (96 patterns
– 33%).

In order to predict the deflection of beams, as a re-
sult of training and testing, a unidirectional Multi-
Layered Perceptron network (MLP) with error back
propagation algorithm was constructed. This type of
network was chosen since it is the most suitable for
solving the problem considered. Input vector x con-
sisted of four elements: surface area of tension rein-
forcement As, the value of Young’s modulus of rein-
forcing steel Es, the value of Young’s modulus of
concrete Ec and the value of bending moment M in the
cross section.

x = {As, Ec, Es, M}. (5)

The deflection of reinforced concrete beam also
depends on the geometry of the element (cross-
sectional dimensions, span) and the static scheme.
In view of the fact that all of the test beams have
the same geometrical dimensions and the same
static scheme, these components are omitted in the
input vector. For the analysis of more diverse
beams vector with a larger number of inputs should
be adopted in the structure of the artificial neural
network.
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A neural network was designed by experimentally
determining its structure. First, the data which the
neural network was trained on were input and the
ability to reproduce the training patterns was tested.
Then the testing data were input and the identification
was checked for correctness. The value of the deflec-
tion of RC beam was obtained at the segment’s out-
put.

The following quantities: the number of hidden
layers, the number of neurons in the hidden layer and
the number of training epochs were chosen experi-
mentally. The structure of the neural network that was
determined is shown in Fig. 8.

Fig. 8. Structure of the neural network

Architecture of neural network that is used in this
paper: I-H-O: 4-30-1 [Input–Hidden–Output] means
that this unidirectional neural network consists of 4
input neurons, one hidden layer with 30 neurons and
one output neuron (the result – predicted value of
deflection).

Figure 9 shows a line graph of mean square error
MSE for training the neural network depending on the
number of training epochs.

Fig. 9. Mean square error
versus number of training epochs

The number of epochs used to train the neural
network was 200, which provided satisfactory mini-
mization of the MSE (MSE ≤ 10–2).

The accuracy of prediction of deflection by ANN
was assessed by calculating the mean square error (1),
the square root of the mean square error (2) and the
Pearson correlation coefficient PCC
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where
E(yi), E(zi) – the expected value of the estimated

and real element of the output vector,
yi, zi – standard deviation of the estimated and

real element of the output vector.
Table 2 presents the obtained values of MSE (1),

RMSE (2) and the Pearson correlation coefficient
PCC (6) for the training and testing set.

Table 2. Parameters of the effectiveness
of the neural network

MSE [–] RMSE [–] PCC [–]

training
set

testing
set

training
set

testing
set

training
set

testing
set

0.0118 0.0627 0.1086 0.2504 0.9996 0.9979

Graphs (Fig. 10) show the correlation between the
values of deflections of reinforced concrete beams
obtained in the laboratory and the values of deflec-
tions obtained by using an artificial neural network.
Graphs present the values predicted by ANN versus
real deflections for training set (Fig. 10a) and testing
set (Fig. 10b). The convergence of the position of
points with line y = x indicates identification of values
with very high accuracy.

Figure 11 shows the results obtained from the neu-
ral network in the form of histograms of the relative
error Δ. The vertical axis represents the frequency FR
of a given relative error Δ
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The accuracy of prediction of deflections is very
high. For the training set, the value of the relative
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error Δ was less than 2.5% in over 70% of the cases.
For the testing set, the value of the relative error Δ
was less than 5.0% in over 70% of the cases.

5. COMPARISON OF
THE EFFECTIVENESS OF

NEURAL NETWORK WITH
THE RESULTS OF CALCULATION

ACCORDING TO EUROCODE 2

Calculations of deflections according to PN-EN
10002-1:2004 standard [5] was done for different
load levels in order to compare the effectiveness of
deflection prediction of reinforced concrete beams

by using artificial neural network. Material proper-
ties (the value of Young’s modulus of reinforcing
steel and concrete) used for calculation were ob-
tained from laboratory tests.

Graph (Fig. 12a) shows the correlation between
the values of deflections of reinforced concrete beams
obtained in the laboratory and the values of deflec-
tions calculated according to the standard [5]. The
position of points in comparison to line y = x indicates
that values of deflection were calculated with accu-
racy which was not as high as in the case of prediction
by using neural network.

Figure 12b shows the results calculated according
to the standard [5] in the form of histograms of the
relative error Δ.

The accuracy of calculations of deflections is not
high. For the values calculated according to the stan-

(a)      (b) 

Fig. 10. Correlation between the values obtained in the laboratory and by using ANN
(a) training set, (b) testing set

 (a)      (b) 

Fig. 11. Histograms of the relative error Δ: (a) training set, (b) testing set



M. KACZMAREK, A. SZYMAŃSKA44

dard [5], the value of the relative error Δ was greater
than 20% in over 40% of the cases.

6. ANALYSIS OF THE SIGNIFICANCE
OF THE INPUT PARAMETERS

Each component of the input vector of the neural
network has different information content and there-
fore has different effect on the value of the output
vector. For this reason, it is worth considering the
question of which of the inputs is the most important
in the prediction. This is possible by using sensitivity
analysis for minimization of input data dimension
described in [19]. This type of analysis is carried out
after artificial neural network training.

The sensitivity )( p
iS  of the output y (it is assumed

that the network has only one output) for the i-th
component of the input vector x, belonging to the
pattern p, is defined by the formula

i

p
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This section presents the analysis of the signifi-
cance of the input parameters for the designed artifi-
cial neural network.

The sensitivity )( p
iS  of the output vector y for the

xi input parameter (element of the input vector x),
belonging to the pattern p, is described by the for-
mula
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When the results (10) for all P training patterns are
obtained, the average sensitivity of the neural network
for the i-th element of the input vector can be deter-
mined, e.g., using the Euclidean norm
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After calculating the average values (11), they
were scaled by upholding the minimum and maximum
values for each input parameter, and the minimum and
maximum values of the output vector
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The values of S1,av,sc, S2,av,sc, S3,av,sc, S4,av,sc express

the relative importance of each of the input parame-
ters. According to formula (5) elements of the input
vector correspond to the following parameters: {x1, x2,
x3, x4} = {As, Ec, Es, M}. Table 3 presents the obtained
values of Si,av,sc.

Table 3. The average sensitivity of the neural network
for the i-th input parameter

i [–] Si,av,sc [–]
1 0.4232
2 0.4757
3 0.2262
4 1.8714

It may be noted that the significance of the fourth
entry, corresponding to the value of the bending mo-
ment M is the highest, while the significance of the
third input parameter, corresponding to Young’s
modulus of reinforcing steel Es is the lowest.

(a)      (b) 

Fig. 12. Comparison of deflections a obtained from studies with values calculated according to the standard [5]:
(a) correlation diagram of results, (b) histogram of the relative error
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The analysis of the significance of the input pa-
rameters demonstrates that the most important for
the prediction of the value of deflection is the
bending moment M and Young’s modulus of con-
crete Ec. This is consistent with expectations – load
change implies a change in the deflection while
Young’s modulus of concrete directly affects the
beam stiffness. The lower significance of the
Young’s modulus of concrete in this case is caused
by a small variety of input data – set of training
data contained only three types of concrete, differ-
ing in the value of Young’s modulus, but the differ-
ences were not exceeding 5 GPa.

The significance of the first entry is lower than the
significance of the second and the fourth entry. This
confirms that the area of reinforcement As has not as
high impact on the beam stiffness as the area of con-
crete, for example, for a typical rectangular cross-
section of a beam, the moment of inertia resulting
from the reinforcement is approx. 10–20% of the total
moment of inertia.

The lowest significance of the third entry con-
firms that the effect of Young’s modulus of rein-
forcing steel Es is small. This is due to the low diver-
sity of this variable, which is in the range of 203 Gpa
≤ Es ≤ 207 GPa. In engineering calculations Es is con-
sidered as a constant (Es = 205 GPa).

7. CONCLUSIONS
AND FUTURE RESEARCH

This paper presents the application of artificial
neural network for making predictions of deflections
of reinforced concrete beams at different load levels.
The accuracy of the prediction of deflection is very
high, over 70% of all analysed cases were determined
without error or with the relative error ± 2.5% for the
training set and ± 5% for the testing set. The results of
prediction are in good agreement with real values
obtained in the laboratory.

Correlation between calculated values of deflection
(according to standard [5]) and real values obtained in
the laboratory is not as high as in the case of prediction
by using neural network. The relative error of deflec-
tion in over 80% of the cases exceeds ± 10%.

Compared to conventional digital computing
techniques neural networks are advantageous be-
cause they can learn from example and generalize
solutions to new renderings of a problem, can proc-
ess information rapidly and can adapt to fine changes
in the nature of a problem. Neural networks have,

however, some disadvantages, especially, a lack of
precision, no guarantee of success in finding an ac-
ceptable solution in each case, limited theory to as-
sist in their design and a limited ability to rationalize
the solutions provided. Moreover, the success of
a neural network implementation is dependent on the
quality of the data used for training. Despite their
limitations, neural networks are a powerful tool that
might be used for solving poorly defined problem
(for example, the stiffness of cracked RC beam).

However, experimental studies, providing results
for the database required for training and testing the
neural network presented in this paper, were carried
out on the limited material available for the test. Arti-
ficial neural network was applied only to three beams
with the same section and loading condition (3-point
bending configuration). The testing set of data and the
training set of data were obtained only from the same
three kinds of experimental tests, thus the artificial
neural network, that was used in this paper, can pre-
dict only the deflections of RC beams with the same
rectangular section and loaded with a concentrated
force in the middle of the span (but with different
types of reinforcement, concrete properties and the
value of bending moment).

A first step of future research should be the analy-
sis of more diverse RC beams with different geomet-
rical dimensions and static scheme. Then input vector
with a larger number of input neurons should be
adapted in the structure of the artificial neural net-
work. In order to get predictive results input vector x
(13) should consist of the following elements: surface
area of tension reinforcement As, the value of Young’s
modulus of reinforcing steel Es, the value of Young’s
modulus of concrete Ec, the value of bending moment
M in the cross-section, cross-sectional dimensions (for
rectangular cross section: height h and width b),
loading conditions and the static scheme static, length
of span L and load duration t (short-term, long-term).
Static scheme could be included by the susceptibility
of supports of beam.

x = {As, Ec, Es, M, b, h, static, L, t}. (13)

The structure of the neural network that should be
used to get predictive results is shown in Fig. 13.

The results presented in this paper confirm the
possibility of application of unidirectional multilayer
error back propagation neural networks in predicting
the value of deflection of RC beams with the same
rectangular section and loaded with a concentrated
force in the middle of the span. It can be concluded
that having a data set consisting of the material prop-
erties (Young’s modulus of reinforcing steel and con-
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crete), surface area of tension reinforcement, the value
of bending moment in the cross-section, geometrical
dimensions and static scheme enables training artifi-
cial neural network and then using it for the reliable
prediction of the value of deflection.

Fig. 13. Structure of the neural network
that can be used in future research

REFERENCES

[1] KUCZYŃSKI W., Concrete Structures: Continuum theory of
reinforced concrete flexural, [in Polish: Konstrukcje betonowe:
kontynualna teoria zginania żelbetu], PWN, Warszawa, 1971.

[2] RYŻYŃSKI A., WOŁOWICKI W., The proposal for calculating
deflection of reinforced concrete beam with regard to its de-
formed smoothness, [in Polish: Propozycja obliczania ugięć belki
żelbetowej z uwzględnieniem niegładkości jej odkształconej], Ar-
chiwum Inżynierii Lądowej, 1968, 2, 329–347.

[3] BORCZ A., Theory of reinforced concrete structures, [in
Polish: Teoria konstrukcji żelbetowych], Vol. II, Wy-
dawnictwo Politechniki Wrocławskiej, Wrocław, 1986.

[4] Polski Komitet Normalizacyjny. Concrete, reinforced con-
crete and prestressed structures. Calculations and design [in
Polish: Konstrukcje betonowe, żelbetowe i sprężone. Oblic-
zenia statyczne i projektowanie], PN-B-03264:2002, War-
szawa, 2002.

[5] Polski Komitet Normalizacyjny. Eurocode 2: Design of con-
crete structures – Part 1-1: General rules and rules for
buildings, [in Polish: Eurokod 2: Projektowanie konstrukcji
z betonu – Część 1-1: Reguły ogólne i reguły dla budynków],
PN-EN-1992-1-1:2008, Warszawa 2002.

[6] KUBICKI J., Deflections of reinforced concrete beams calcu-
lated according to PN-84/B-03264 and Eurocode 2.1 methods
in comparison with test results, [in Polish: Ugięcie belek żel-
betowych obliczone według PN-84/B-03264 i Eurokodu 2.1
w konfrontacji z wynikami badań doświadczalnych], Prace In-
stytutu Techniki Budowlanej, 1999, 28, 3–26.

[7] MCCULLOCH W., PITTS W., A logical calculus of the ideas
immanent in nervous activity, Bulletin of Mathematical Bio-
physics, 1943, 5, 115–133.

[8] SCHABOWICZ K., Neural networks in the NDT identification
of the strength of concrete, Archives of Civil Engineering,
2005, 51(3), 371–382.

[9] SCHABOWICZ K., HOŁA B., Application of artificial neural
networks in predicting earthmoving machinery effectiveness
ratios, Archives of Civil and Mechanical Engineering, 2008,
8(4), 73–84.

[10] OCHMAŃSKI M., BZÓWKA J., Back analysis of SCL
tunnels based on Artificial Neural Network, Architecture,
Civil Engineering, Environment – ACEE Journal, 2012, 3,
73–81.

[11] GUZELBEY I.H., CEVIK A., GOGUS M.T., Prediction of rotation
capacity of wide flange beams using neural networks, Journal of
Constructional Steel Research, 2006, Vol. 62, 950–961.

[12] PALA M., CAGLAR N., A parametric study for distortional
buckling stress on cold-formed steel using a neural net-
work, Journal of Constructional Steel Research, 2007,
Vol. 63, 686–691.

[13] CHAUDHARY S., PENDHARKAR U., NAGPAL A.K., Bending
moment prediction for continuous composite beams by neu-
ral networks, Advances in Structural Engineering, 2007, Vol.
10, 439–454.

[14] CHAUDHARY S., PENDHARKAR U., NAGPAL A.K., Neural
network for bending moment in continuous composite beams
considering cracking and time effects in concrete structures,
Engineering Structures, 2007, Vol. 29, 269–279.

[15] TADESSE Z., PATEL K.A., CHAUDHARY S., NAGPAL A.K.,
Neural networks for prediction of deflection in composite
bridges, Journal of Constructional Steel Research, 2012, Vol.
68(1), 138–149.

[16] MOHAMMADHASSANI M., NEZAMABADI-POUR H., JUMAAT
M.Z., JAMEEL M., ARUMUGAM A.M.S., Application of artifi-
cial neural networks (ANNs) and linear regressions (LR) to
predict the deflection of concrete deep beams, Computers
and Concrete, 2013, Vol. 11(3), 237–252.

[17] TADEUSIEWICZ R., Neural networks, [in Polish: Sieci neu-
ronowe], Akademicka Oficyna Wydawnicza RM, Warszawa,
1993.

[18] Polski Komitet Normalizacyjny. Metals – Tensile testing –
Method of test at ambient temperature, [in Polish: Metale –
Próba rozciągania – Metoda badań w temperaturze
otoczenia]. PN-EN 10002-1:2004, Warszawa, 2004.

[19] OSOWSKI S., Neural networks in terms of algorithmic, [in
Polish: Sieci neuronowe w ujęciu algorytmicznym], Wy-
dawnictwo Naukowo-Techniczne, Warszawa, 1996.



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /CMYK
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments true
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 300
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 300
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile ()
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /Description <<

    /BGR <>
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e9ad88d2891cf76845370524d53705237300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc9ad854c18cea76845370524d5370523786557406300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /CZE <>
    /DAN <>
    /DEU <>
    /ESP <>
    /ETI <>
    /FRA <>
    /GRE <>

    /HRV (Za stvaranje Adobe PDF dokumenata najpogodnijih za visokokvalitetni ispis prije tiskanja koristite ove postavke.  Stvoreni PDF dokumenti mogu se otvoriti Acrobat i Adobe Reader 5.0 i kasnijim verzijama.)
    /HUN <>
    /ITA <>
    /JPN <FEFF9ad854c18cea306a30d730ea30d730ec30b951fa529b7528002000410064006f0062006500200050004400460020658766f8306e4f5c6210306b4f7f75283057307e305930023053306e8a2d5b9a30674f5c62103055308c305f0020005000440046002030d530a130a430eb306f3001004100630072006f0062006100740020304a30883073002000410064006f00620065002000520065006100640065007200200035002e003000204ee5964d3067958b304f30533068304c3067304d307e305930023053306e8a2d5b9a306b306f30d530a930f330c8306e57cb30818fbc307f304c5fc59808306730593002>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020ace0d488c9c80020c2dcd5d80020c778c1c4c5d00020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /LTH <>
    /LVI <>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken die zijn geoptimaliseerd voor prepress-afdrukken van hoge kwaliteit. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /POL <>
    /PTB <>
    /RUM <>
    /RUS <>
    /SKY <>
    /SLV <>
    /SUO <>
    /SVE <>
    /TUR <>
    /UKR <>
    /ENU (Use these settings to create Adobe PDF documents best suited for high-quality prepress printing.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames true
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AddBleedMarks false
      /AddColorBars false
      /AddCropMarks false
      /AddPageInfo false
      /AddRegMarks false
      /ConvertColors /ConvertToCMYK
      /DestinationProfileName ()
      /DestinationProfileSelector /DocumentCMYK
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /MediumResolution
      >>
      /FormElements false
      /GenerateStructure false
      /IncludeBookmarks false
      /IncludeHyperlinks false
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles false
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /DocumentCMYK
      /PreserveEditing true
      /UntaggedCMYKHandling /LeaveUntagged
      /UntaggedRGBHandling /UseDocumentProfile
      /UseDocumentBleed false
    >>
  ]
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [612.000 792.000]
>> setpagedevice


